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We propose a pyroelectric energy conversion device that converts heat directly to electricity. In
contrast to conventional pyroelectric energy conversion designs, this energy harvesting system is
detached from any external power sources, operating only under periodically varying temperature.
Such detachment unambiguously attributes the converted electricity to heat that drives the change
of polarization in the pyroelectric material, not to the electric field alternation caused by the external
battery. Using pure and Zr doped BaTiO3, we demonstrate the electricity generation in consecutive
temperature cycles. We further develop a thermodynamic model for the energy conversion system.
Our model suggests that the work output is rate dependent: the work output per cycle is linearly
dependent on the heat/cooling frequency below the predicted threshold. The linearity is confirmed
by experiments, and the threshold frequency is derived by theory. Finally we propose a figure of
merit that separates the materials intrinsic properties from the system design parameters. The
figure of merit guides the future material development and device improvement. Our work clears
out confusions and reforms the foundation for pyroelectric materials’ resurgence as a competitor for
green electricity.
I. INTRODUCTION
According to the 2008 annual report of U.S. Depart-
ment of Energy, one third to a half of the industrial en-
ergy input is wasted as heat of temperature around the
boiling point of water [3]. Recycling such low grade waste
heat and integrating it for power generation have a great
impact on both environment and economy. By far, the
thermoelectrics, as the most successful direct power har-
vesting devices from heat, have dominated the applica-
tions in this area [17, 19]. However, their efficiency and
work output density are hindered by the small ZT (the
thermoelectric figure of merit) values at the low tempera-
ture regime [2, 15]. A recently emerging branch of meth-
ods for direct energy conversion from heat is to manipu-
late the caloric effect with one of the multiferroic prop-
erties, e.g the pyroelectric effect of ferroelectric materials
[11] and the magnetocaloric effect of ferromagnetic ma-
terials [13, 14]. Generally, the magnetoelectric properties
of a material are sensitive to change in lattice parameters
due to, for example, heating and cooling. This mecha-
nism underlies the temperature-dependent ferroic prop-
erties. When these temperature dependent ferroic prop-
erties are coupled with a structural phase transformation,
the caloric effects are dramatically amplified [5, 6, 16, 18],
which makes the applications of energy harvesting admis-
sible and practical.
For ferroelectric materials, the large pyroelectric effect
is commonly observed during a structural transforma-
tion between ferroelectric phase and paraelectric phase.
In most of the cases, such a structural transformation is
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martensitic, that is a diffusionless solid-solid reversible
phase transformation. As a result, within a narrow tem-
perature range, the polarization of the material exhibits
an abrupt jump. State-of-the-art technologies of fabri-
cating sophisticated devices have demonstrated promis-
ing pyroelectric properties that can be leveraged by this
kind of energy harvesting. [4, 11] For examples, within
10 K temperature range, the polarization jump JP K = 6
µC/cm2 in single crystal BaTiO3 [6] and 5.5 µC/ cm
2 in
ferroelectric PMN-0.32PT thin films. [11] These materi-
als are good candidates for this kind of energy harvesting
device.
The first pyroelectric energy device was designed as a
capacitor. The working mechanism is based on the differ-
ent kinds of quasistatic thermodynamic cycles proposed
in early 80s [10]. Among them, the Ericsson cycle, also
known as the Olsen cycle in pyroelectric literature, shows
the maximum energy output converted directly from heat
[9]. In this device, the dielectric layer of the capacitor is
made of a phase-transforming ferroelectric material that
generates electric current due to the change of polariza-
tion when being heated across the phase transformation.
Using the Ericsson cycle, the relationships between the
pyroelectric properties and the energy harvesting perfor-
mance were widely studied in various ferroic materials
systems. [4, 9–12]
An Ericsson cycle consists of two isothermal processes
at the temperatures below and above the transition tem-
perature and two isobaric processes under different ap-
plied electric fields. Energy conversion by pyroelectric
effect utilizing the Ericsson cycle has been demonstrated
in many material systems using similar designs. [4, 9, 11]
The common idea of these designs is to connect the pyro-
electric capacitor to a load resistor and a battery in series.
The load resistor serves as an electricity consumer, across
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2which the changes in voltage/current is considered as the
harvested energy from the device. The role of the bat-
tery is to provide the device with a bias voltage which
controls the change in applied field during the cycles.
During the isothermal process at the low temperature,
the device is in ferroelectric phase spontaneously polar-
ized by the applied bias voltage. Holding the electric
field, the device is heated up through the transformation
temperature, simultaneously its capacitance jumps due
to the phase transition. As a result, the capacitor re-
leases charges passing through the resistor and generates
electricity. The measure of the voltage on the load resis-
tor connected to the capacitor is commonly considered as
the energy harvested during the heating process. [4, 11]
At the end of the phase transformation, either the sys-
tem goes through a symmetric cooling half cycle, or the
resistor is short-circuited by a diode and then the system
restores to its original state through an isothermal dis-
charging and an isobaric cooling.[9] A schematic diagram
is sketched in FIG. 1a, with the optional diode omitted.
In above conventional designs for pyroelectric energy
conversion, [4, 9, 11, 12] the electrostatic energy con-
verted from heat is often confused with the electricity
collected on the resistor. These two quantities are not
necessarily equal. In fact, any variational electrical field
can generate a current in a resistor-capacitor circuit. We
demonstrate this by replacing the pyroelectric capacitor
in conventional design (FIG. 1a) with a regular one, and
simply toggle the power source voltage between 10 and
30 V. Without surprise, we observe electricity signal, in-
dicated by voltage changes, on the resistor, as shown in
FIG. 1b. Therefore when analyzing such energy conver-
sion system, one needs to be very careful how much elec-
tricity collected on the resistor is attributed to the py-
roelectric effect rather than the variation of the external
power source. In particular, electricity signals observed
in the isothermal processes should not be considered as
the power generated from heat. However, the influence of
such signals is unavoidable in designs that are chargeable
by external power source during operation. Motivated by
this, in this paper we propose a battery detached device:
no external power source is involved while the device is
converting energy from heat to electricity.
Another factor often overlooked in thermodynamic
analysis of pyroelectric energy conversion is the rate de-
pendency of work output. Modern theoretical framework
of thermodynamics is built on top of Carnot’s work [1]
for heat engine. If we analogue a common pyroelectric
energy conversion device to a traditional piston-cylinder
heat engine, the energy collected on the load resistor
is like the heat generated due to the friction between
the piston and the cylinder wall. This type of energy
is always considered as dissipation. Therefore the py-
roelectric energy conversion is rate dependent, which is
however ignored in most classical thermodynamic mod-
els. In this paper, we discuss the rate dependency of
work output in our battery detached design. To consider
the performance, the energy conversion designs by py-
roelectric effect, including our battery detached one, are
subjected to many coupled parameters, including mate-
rial constants, operation conditions, and circuit design
parameters. By nondimensionalization of the governing
equation, we identify a threshold cycling frequency un-
der which the work density varies linearly with the heat-
ing/cooling rate. In the end, we propose a simple figure
of merit underlying the performance of a pyroelectric en-
ergy conversion system using our design.
II. BATTERY DETACHED PYROELECTRIC
ENERGY CONVERSION FROM HEAT TO
ELECTRICITY
In our design, we replace the battery in conventional
design by a reference capacitor (Cref) as shown in FIG.
1c. Initially when the temperature of pyro-capacitor is
at TL < θ where θ is the phase transformation tempera-
ture, the pyro-capacitor and the reference capacitor are
both fully charged by the external power source of volt-
age Vb so that no charges flow in the circuit. This is
counted as the initial state of the device shown in FIG.
1d. Afterwards, the external power source is detached
and the total injected charges in the circuit is assumed
to be preserved. [8] A resistor with resistance R is con-
nected in series to the pyroelectric capacitor to detect
the current generated during the cyclic heating/cooling
processes. The produced voltage across the resistor is
characterized as VR. This value will be the index of our
energy conversion circuit as it signals the energy con-
verted purely from the phase transformation. In order to
make the system alternate between TL and TH cyclically,
we maintain two heat reservoirs provide stable tempera-
tures of TL and TH respectively. As a proof of concept,
the phase transformation is driven by manually moving
the pyroelectric capacitor between the two heat reser-
voirs.
Let the pyroelectric capacitor be the thermodynamic
system. The free charge on its surface is a function of
voltage V and temperature T , i.e. Q(V, T ), sketched in
FIG. 2. This is regarded as the key physical property re-
sponsible for energy conversion. By the charge conserva-
tion of the energy conversion circuit in FIG. 1c, when the
system jumps between the ferro- and para-electric phases,
the capacitance of the system alters accordingly, which
drives the movement of free charges between the two ca-
pacitors. Note that since Q(VL, TL) > Q(VH, TH), the
system will be discharged/charged spontaneously dur-
ing heating/cooling processes without any external bias
voltage. Unlike any of the quasi-static thermodynamic
cycles assumed by Olsen [9], both voltage and tempera-
ture of the system continuously change at the same time
along the heating/cooling paths between the two states
(QL, VL) and (QH, VH) in Q − V plane, where QL,H and
VL,H are the charges and the corresponding voltages of
the pyroelectric capacitor at the low and high tempera-
ture phases.
3FIG. 1. Schematics of conventional and new battery detached
pyroelectric energy conversion circuits. (a) is the schematic
diagram of the conventional design based on Olsen’s design
[9]. (b) demonstrates that in the conventional design even
using a regular capacitor, simply by varying the battery volt-
age, one can collect electricity signal on the resistor, which
is clearly not converted from any heat source. (c) is the
schematic diagram of our battery detached design. (d) is the
circuit of the one time initial charging of both capacitors at
room temperature before removing the battery and starting
the cyclic heating and cooling.
FIG. 2. Sketch of thermodynamic states of a pyroelectric
capacitor
III. THERMODYNAMIC MODEL
A. Governing equation of energy conversion
In order to have a rational understanding of the re-
lationships among the material intrinsic properties, de-
sign parameters and control parameters of our battery-
detached energy conversion device, we use the electric
charge and voltage as the energy conjugate to study the
thermodynamics of the system. The dynamics of the
charge held by the pyroelectric capacitor is modeled by
the time dependent voltage V (t) and temperature T (t).
That is, at t > 0, Q(t) = Q(V (t), T (t)) with the initial
voltage V (0) = Vb and temperature T (0) = TL. The
function Q(V, T ) is a state function that can be deter-
mined by the state variables V and T despite of the time
history.
The initial voltage Vb of the system and the capaci-
tance of the reference capacitor Cref determine the total
charges in the circuit,
Qtot = CrefVb +Q(Vb, TL). (1)
When the system reaches the steady state in ferroelectric
phase at T = TL < θ after being detached from the exter-
nal power source, the corresponding voltage and charge
are the same as the initial state
VL = Vb, QL = Q(Vb, TL). (2)
Upon heating, the system transforms from ferroelectric
phase to paraelectric phase. When the phase transforma-
tion finishes, the system reaches the other steady state
at T = TH. By charge conservation, the corresponding
voltage and charge are then
VH =
Qtot −QH
Cref
, QH = Q(VH, TH). (3)
In the temperature range of TL < T < TH, the charges
flow in the circuit due to the change of the capacitance
of the system. By Kirchhoff’s law of voltage,
V = −Q˙(V, T )R+ Qtot −Q(V, T )
Cref
. (4)
In equation (4), the parameter R denotes the resis-
tance of the resistor across which the output voltage
VR = −Q˙(V, T )R is used to measure the energy con-
version over the cyclic thermal loading.
T (t) is mainly governed by heat transfer between the
system and heat reservoirs. In our experiment, we can
tune the T (t) by manipulating the temperatures of the
two reservoirs to achieve different heating/cooling rates.
In theoretical analysis, we treat them as external stim-
uli. Then (4) becomes a first order nonlinear ordinary
differential equation (ODE) for V (t):
RCrefQ˙+ CrefV +Q−Qtot = 0. (5)
B. Change of variables
Using the approximation of the planar capacitor with
area A and thickness d satisfying d  √A, the free
charges accumulated at the surface of the pyroelectric
capacitor is estimated as
Q(V, T ) = 0EA+ P (E, T )A, (6)
where 0 is the vacuum permittivity and the electric field
E in the capacitor is calculated as
E =
V
d
. (7)
The constitutive function P (E, T ) is the polarization
of the pyroelectric material under the applied electric
4field E at the temperature T . This is an intrinsic ma-
terial property that can be characterized by measuring
the P − E curves at different temperatures [6]. To link
the thermodynamic behavior of the system to the mate-
rial property P , we change the energy conjugate (Q,V )
to (P,E), and the governing equation (5) becomes a first
order nonlinear ODE for the electric field in the pyroelec-
tric material E(t). The total charge (1) can be rewritten
as
Qtot = CrefVb +
0VbA
d
+ PLA. (8)
The parameter PL represents the polarization of the sys-
tem at the low temperature phase, i.e.
PL = P
(
Vb
d
, TL
)
. (9)
Note that the value of PL can be experimentally charac-
terized by the P -E curve at temperature TL.
C. Nondimensionalization of the governing
equation
Eq. (5) is a nonlinear ODE. It can be numerically
integrated. In order to uncover the intrinsic relation-
ships among coupled parameters, we convert the govern-
ing equation into a dimensionless form. We use bar ·¯ to
denote dimensionless variables.
Choose Vb as the characteristic voltage, then
V = VbV¯ , E =
Vb
d
E¯. (10)
We scale polarization and temperature in the following
way:
P = PLP¯ , T =
TH − TL
2
T¯ + θ
(
Vb
d
)
. (11)
Here, the function θ(E) denotes the transformation tem-
perature under the electric field E. A closed form will be
proposed in the discussion of the constitutive assump-
tion in Section IV B. In principle, the phase transforma-
tion temperature of a material varies with the applica-
tion of external load, which is underlain by the Clausius-
Clapeyron relation.
Define dimensionless charge as
Q = PLAQ¯. (12)
Combining with (6), we get
Q¯ =
0Vb
PLd
E¯ + P¯ . (13)
Finally, time is scaled by
t = τ t¯, (14)
in which τ is the duration of heating half cycle. We
consider this time scale to be a given constant in our
model, because it is mostly governed by heat transfer
and the thermal property of the material. As a rough
estimate, if the intake heat flow is q and the latent heat
of phase transformation is `, the duration for completely
transforming the material from low temperature to high
temperature phase is `/q.
Substituting equation (8) into (5) and nondimension-
alizing it, we have
RCref
τ
˙¯Q+ Q¯+
VbCref
PLA
(E¯ − 1)−
(
Vb0
PLd
+ 1
)
= 0. (15)
Equation (15) does not assume any particular form of
constitutive response P¯ (E¯, T¯ ), or equivalently P (E, T ).
Solve ODE (15) for E¯(t¯), then we can reconstruct the
dimensional current and the voltage on resistor as
I(t) = −Q˙(t) = −PLA
τ
˙¯Q, VR(t) = I(t)R. (16)
We assume the duration of the cooling half cycle is also
τ . The total energy harvested during a full cycle started
at t0 is
W =
∫ t0+2τ
t0
I2Rdt =
P 2LA
2R
τ
∫ t¯0+2
t¯0
˙¯Q2dt¯. (17)
IV. EXPERIMENT AND SIMULATION
A. Energy conversion demonstration
We prepared three thin plate specimens: (i) pure
BaTiO3 (BTO) with thickness of 0.77 mm and area of
62.35 mm2, (ii) BaZr0.006Ti0.994O3 (Zr0.006) with thick-
ness of 0.58 mm and area of 69.54 mm2, and (iii)
BaZr0.01Ti0.99O3 (Zr0.01) with thickness of 0.57 mm and
area of 33.12 mm2. The bulk ceramics were prepared
by a conventional solid state reaction route. The appro-
priate amounts of BaCO3, TiO2 and ZrO2 according to
the target stoichiometry were weighed and mixed with a
planetary mill in n-Hexane with Zirconia balls. The cal-
cination of the powders was performed twice at 1350 ◦C.
After each calcination step the samples were ball milled.
The obtained powders were mixed with a binding agent
and pressed into discs with a diameter of 20mm. For
sintering the pressed discs were surrounded by BaTiO3-
granulate to get a homogeneous temperature distribution
within the specimen. The binder was burnt out at 500 ◦C
for 1 hour, afterwards the temperature was set to 1500
◦C for 3 hours for the sintering process.
The pyroelectric property in all three specimens were
characterized by an aixACCT TF Analyzer 2000E. At a
given temperature, the electric field varies between ±10
kV/cm at the frequency of 50 Hz. The value of P (E, T )
is evaluated at the upper branch of the hysteresis loop.
[6] As shown in FIG. 3, the specimen Zr0.01 has the
5largest jump in polarization across the phase transfor-
mation. The Zr doped BaTiO3 specimens show bigger
dP/dT than the pure BaTiO3. The ferro- to para-electric
phase transformation in all specimens occurs in the tem-
perature range between 392.5 K and 396.0 K, marked as
the shaded area in the picture.
At t = 0, we used a Tektronix PS280 DC power supply
to charge the system and achieve the equilibrium voltage
Vb = 30 V. At t > 0, the power supply was detached and
we monitor the voltage on the resistor while alternating
the temperature of the system between 385 K and 405
K. Both the temperature and the voltage on resistor were
recorded by an Agilent 34970A data acquisition/switch
unit. Five consecutive transformation cycles of the sys-
tem are shown in FIG. 4.
In FIG. 4, we mark the same temperature range for
phase transformation as in FIG. 3. Clearly the peaks of
electricity signal, VR, exactly correspond to the tempera-
ture at which phase transformation occurs. This suggests
that the electricity is generated solely and directly from
the phase transformation of the material. Our results are
different from the misleading electricity signal, for exam-
ple in FIG. 1b, whose peaks coincide with the alternation
of the electric field E.
FIG. 3. Pyroelectric property of materials. Shaded area indi-
cates the temperature range for phase transformation.
B. Constitutive assumption
In order to solve (15) numerically, we are going to pro-
pose a closed form constitutive relation P (E, T ). Con-
sider the case that the giant pyroelectric effect is caused
FIG. 4. Demonstration of voltage generation by the first-
order phase transformation in (a) BTO, (b) Zr0.006 and (c)
Zr0.01 at two different heating/cooling rates. In each subplot,
upper panels are cyclic temperature in the specimen, while
lower panels are the voltage across the resistor. The shaded
temperature ranges in upper panels are the same ranges as
marked in FIG. 3.
by a first order phase transformation at the temperature
θ(E). θ(E) is a function of electric field E due to the
Clausius-Clapeyron relation. It corresponds to the cen-
ter of the decreasing slope in the P −E curve under the
applied field E. Assuming a linear Clausius-Clapeyron
relation
θ(E) = θ0 + ξE, (18)
where ξ is the Clausius-Clapeyron coefficient.
First, we model the constitutive response for each of
the single phases far away from phase transformation
temperature by Pf(E) and Pp(E). Subscripts f and p de-
notes ferro- and para-electric phase respectively. Pp(E)
is always linear. Pf(E) is linear under small field and ap-
proaches to the saturated value at high field. Therefore
6we use the following hypothesis for
Pf(E) = af + bf tanh(cfE), (19a)
Pp(E) = ap + χpE. (19b)
Here, a, b c and χ are constant coefficients. Naturally,
define the jump of polarization as
JP K (E) = Pf(E)− Pp(E). (20)
By the shape of constitutive response measured in FIG.
3, we model the function P (E, T ) as
P (E, T ) = − JP K (E)g(z(E, T )) + Pf(E). (21)
where κ is a material constant, g(z) is the sigmoid func-
tion
g(z) =
1
1 + e−z
. (22)
and
z(E, T ) =
4κ(T − θ(E))JP K (E) . (23)
Note that g(E, T ) and z(E, T ) are dimensionless.
The constitutive hypothesis (21) has the following
properties:
• Under any E, P → Pf(E) as T → 0, and P →
Pp(E) as T → ∞. Across the whole temperature
range, P monotonically decreases from Pf(E) to
Pp(E).
• Under any E, the steepest decreasing slope of P−T
occurs at θ(E) where the slope is −κ.
• From E = 0, as E increases, the P −T curve shifts
towards higher temperature, i.e. the Clausius-
Clapeyron relation.
Using parameters listed in Table.I, we evaluate this
hypothetical model and compare with the experimental
measurements for BTO in FIG.5. As shown in FIG.5, our
model captures the temperature dependency of the po-
larization within the phase transformation window rea-
sonably well.
Following the nondimensionalization introduced in
Section III C, we have
P¯f(E¯) =
1
PL
(
af + bf tanh
(
cfVbE¯
d
))
, (24a)
P¯p(E¯) =
1
PL
(
ap +
χpVbE¯
d
)
. (24b)
Rewrite the dimensionless function z(E, T ) as
z(E¯, T¯ ) =
4κ
PL
q
P¯
y
(E¯)
(
TH − TL
2
T¯ +
ξVb
d
(
1− E¯)) .
(25)
The constitutive assumption (21) becomes
P¯ (E¯, T¯ ) = − qP¯y (E¯)g(z(E¯, T¯ )) + P¯f(E¯). (26)
FIG. 5. Temperature dependency of polarization according
to our constitutive hypothesis. Open circles are measured in
the BTO specimen. Dashed lines are the hypothetical model
as described in (21).
Variable Value Unit
Vb 30 V
Cref 50 µF
R 100 kΩ
A 60 mm2
d 0.8 mm
θ0 396 K
κ 0.2 µC/(cm2 K)
ξ 1.54 K cm/kV
af 1.7550 µC/cm
2
bf 1.3042 µC/cm
2
cf 0.8643 cm/kV
ap 0.3129 µC/cm
2
χp 0.3146 µC/(cm kV)
τ 10 s
TABLE I. Parameters used in simulation
C. Numerical simulation
In real case, TL and TH are determined by the target
working condition. To demonstrate a simulation of (15),
we let 
TL = θ0 +
ξVb
d
− 8,
TH = θ0 +
ξVb
d
+ 2.
(27)
7That is
T¯L = −8
5
, T¯H =
2
5
. (28)
T¯ (t¯) is defined as
T¯ (t¯) = − cos (pit¯)− 3
10
. (29)
Using parameter values in TABLE I, we integrate (15)
from t¯ = 0 to t¯ = 10. Results are compared with ex-
periments in FIG. 6. We show that our model captures
the main features of behaviour of the battery detached
energy conversion device. In particular, the peak signals
exactly appear at the phase transformation temperature,
which implies the generated electricity is directly from
heat. In simulated result FIG. 6c, the peak signals for
heating and cooling are symmetric, while in the experi-
ment FIG. 4, the temperature corresponding to the heat-
ing peak is higher than that of the cooling peak. This is
because we ignored the hysteresis of the first-order phase
transformation in our constitutive hypothesis (21).
FIG. 6. Simulated dimensionless (a) temperature, (b) field
in pyroelectric material and (c) current flowing through the
resistor in 5 consecutive cycles. Blue solid lines are sim-
ulated results, red dashed lines are experimental measure-
ments. Dashed vertical lines indicate peaks in electricity sig-
nal, − ˙¯Q.
We draw the simulated thermodynamic cycle in P −E
plane in FIG. 7. The work output done by electrostatic
work conjugate (E, P ) is compared with the electricity
output (17). Here, the electrostatic work is computed by
WES = Ad
∮
−EdP = −Ad
∫ t0+2τ
t0
EP˙dt
= −PLVbA
∫ t¯0+2
t¯0
E¯ ˙¯Pdt¯.
(30)
Choosing t¯0 = 0, we exactly have W = WES. In fact,
one can prove that this equality holds analytically due to
(15), (17) and (30). It means that all the work done by
electrostatic force in the pyroelectric material is collected
at the resistor.
FIG. 7. Simulated thermodynamic cycle in P − E plane
V. FURTHER ANALYSIS
A. Approximated solution
In this section we analyze the asymptotic limit of
our pyroelectric energy conversion device. The dynamic
equation (15) can be converted to an ODE in terms of
Q¯(t¯) by changing variables. Then we are able to study
the current term ˙¯Q(t¯) directly. Expand the Taylor series
of Q¯(E¯, T¯ ) at Q¯(1, T¯ )
Q¯(E¯, T¯ ) = Q¯(1, T¯ ) + Q¯,E¯(1, T¯ )(E¯ − 1) + h.o.t. (31)
Here in Q¯,E¯ , the comma in the subscript denotes a partial
derivative. Ignoring higher order terms, (15) can be writ-
ten as a first order linear ODE for h¯ = Q¯,E¯(1, T¯ )(E¯− 1):
˙¯h+ α(t¯)h¯+ β(t¯) = 0, (32)
where
α(t) =
(
1 +
VbCref
PLAQ¯,E¯(1, T¯ )
)
τ
RCref
,
β(t) = ˙¯Q(1, T¯ ) +
τ
RCref
Q¯(1, T¯ )− τ
RCref
(
Vb0
PLd
+ 1
)
= P¯,T¯ (1, T¯ )
˙¯T +
τ
RCref
(
P¯ (1, T¯ )− 1) .
(33)
8The ODE (32) can be solved analytically by the method
of integration factor. Here we ignore the detailed solving
procedure and only focus on a special degeneracy of the
equation.
In (32), when α(t)  1 and α(t)  |β(t)|, h¯ asymp-
totically vanishes. Then we can estimate Q¯(E¯, T¯ ) by
Q¯(1, T¯ ), which is rate independent. By (17), the work
output scales linearly with frequency: W ∝ 1/τ .
For our specimens, α is in the order of 106 to 107,
|β| is in the order of 1 to 10. The rate dependencies
of work output per cycle are verified in our experiments
for three testing samples shown in FIG. 8. Compared to
those state-of-art thin film pyroelectric devices assisted
with alternated electric fields [4, 9, 11, 12], the maximum
energy density purely converted from heat in bulk is in
the same order of magnitude in Zr0.01 specimen.
FIG. 8. Work output density per cycle at different heat-
ing/cooling rate. Each marker corresponds to one cycle from
measurements. The first cycles in each measurement are ex-
cluded.
B. Threshold frequency
In this section, we derive an estimated criterion under
which the asymptotic conditions α(t)  1 and α(t) 
|β(t)| hold. First, we estimate Q¯,E¯(1, T¯ ) as
Q¯,E¯(1, T¯ ) =
0Vb
PLd
+ P¯,E¯(1, T¯ ). (34)
P¯,E¯ comes from two factors: 1) single phase permittiv-
ity, 2) the coupling between the change in permittiv-
ity and Clausius-Clapeyron relation. Denote ferroelec-
tric susceptibility χf = P
′
f (E). We have by (19a), χf =
bfcf cosh
−2(cfE). When E is not too large, χf ≈ bfcf . As
E →∞, χf → 0. Then we can estimate
Q¯,E¯(1, T¯ ) ≈
Vb
PLd
(0 + χf + κξ) . (35)
That is
α ≈ τ
RCref
(
1 +
Crefd
A(0 + χf + κξ)
)
, (36)
and
β ≈ κ(TH − TL)
PL
+
τ
RCref
. (37)
From (36), to satisfy α 1, we need
τ
RCref
 1 (38)
or
dτ
RA(0 + χf + κξ)
 1. (39)
By (37), if (38) holds, then α β leads to
Crefd
A(0 + χf + κξ)
 1, (40)
which is not related to the rate parameter τ . If instead
we have (39), then
α β =⇒ Crefd
A(0 + χf + κξ)
 κ(TH − TL)
PL
. (41)
Define the threshold frequency to be[7]
f∗ =
1
10
max
{
1
RCref
,
d
RA(0 + χf + κξ)
}
. (42)
When 1/τ approaches or even exceeds f∗, the rate inde-
pendent approximation Q¯(E¯, T¯ ) = Q¯(1, T¯ ) starts to fail.
W starts to scale only sub-linearly with 1/τ .
From our constitutive model (21) and parameters in
TABLE I, the threshold frequency f∗ = 100.6 Hz. So
the rate independent approximation holds in almost all
practical situations.[8] This f∗ however will drastically
decrease, if we use thin film geometry, as suggested by
(42). In FIG. 9, we show the simulated rate dependency
on dimensionless work output W¯ for parameters in TA-
BLE I and a thin film alternative with d = 200 nm. For
the thin film, estimated f∗ = 0.11 Hz, the sub-linearity
occurs at a much lower frequency compared to the bulk
version. The dimensionless work output W¯ in the picture
is defined as
W¯ =
∫ t¯0+2
t¯0
˙¯Q2dt¯. (43)
By (17) it is related to W via
W = P
2
LA
2R
τ
W¯. (44)
9FIG. 9. Simulated rate dependencies in bulk and thin film.
The dimensionless work per cycle W¯ is evaluated for the 10th
cycle at each τ .
C. Figure of merit
In this section, we are going to derive a simple esti-
mate for the work output when 1/τ is well below the
threshold frequency, i.e. we can use the approximation
Q¯(E¯, T¯ ) = Q¯(1, T¯ ). Assuming the heating and cooling
half cycles are symmetric, the work output of a full cycle
is just twice that of the heating half cycle. Consider-
ing the dimensionless work (43), in our approximation,
it reads
W¯ = 2
∫ t¯0+1
t¯0
˙¯Q(1, T¯ )2dt¯ = 2
∫ t¯0+1
t¯0
˙¯P (1, T¯ )2dt¯
= 2
∫ t¯0+1
t¯0
˙¯P (1, T¯ )P¯,T¯ (1, T¯ )
˙¯Tdt¯
= 2
∫ T¯H
T¯L
˙¯P (1, T¯ )P¯,T¯ (1, T¯ )dT¯ .
(45)
Since P¯,T¯ (1, T¯ ) is always negative in the temperature
range [T¯L, T¯H]. By mean value theorem, there exists a
value T¯L 6 γ 6 T¯H such that
W¯ = 2 ˙¯P (1, γ)
∫ T¯H
T¯L
P¯,T¯ (1, T¯ )dT¯
= 2P¯,T¯ (1, γ)
˙¯T (γ)(P¯ (1, TH)− P¯ (1, TL)).
(46)
Up to now, the derivation is exact. Next we estimate
each term in (46):
P¯,T¯ (1, γ) ≈ −
κ(TH − TL)
2PL
,
˙¯T (γ) ≈ 2
TH − TL ,
P¯ (1, TH)− P¯ (1, TL) ≈ −
q
P¯
y
(1).
(47)
Substituting back into (17) gives
W ≈ 2κ JP KA2R
τ
, (48)
where JP K is the short hand of the functional evaluationJP K (Vb/d), which can be loosely interpreted as “the jump
of polarization across phase transformation”. The work
density is then
w ≈ 2κ JP KAR
dτ
. (49)
Recall, as discussed in Section III C, that when the heat
flow is pre-determined and [TL, TH] covers the whole
phase transformation region, τ ∝ `, where ` is the la-
tent heat of the phase transformation. We propose the
figure of merit (FoM)
ζ =
κ JP K
`
AR
d
:= ζ1ζ2. (50)
Here, ζ1 is determined by material properties, while ζ2
depends on device parameters. For our specimens, the
material FoM ζ1 is 0.35, 3.5 and 4.0 µC
2/(J cm K)
for BTO, Zr0.006 and Zr0.01 respectively, which agree
well with the performance measured at various rates in
FIG. 8. Consider the efficiency estimated as the ratio of
the work density and the absorbed heat, an equivalent
material FoM can be expressed as κJP K`2 . Conventionally,
people usually use the pyroelectric coefficient κ = P,T as
a critical performance measure of material exploited for
pyroelectric energy conversion. According to (50), both
pyroelectric property and the thermal property of the
material should be considered for material development.
However, this does not mean that the second order phase
transformation of much smaller latent heat is superior to
the first order phase transformation. Suppose two mate-
rials having the same efficiency, the one with larger latent
heat will release more energy during the ferro- to para-
electric phase transformation. When an energy system
only concerns the maximum energy output, the material
FoM ζ1 is the major factor, e.g. that Zr0.006 and Zr0.01
have much better performance than BTO in FIG. 8. This
result inspires further material research and device engi-
neering to achieve better energy conversion performance.
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